
Corrosion Abatement Test
Performed on ACF-50 as requested by Bombardier Aerospace/Learjet, Inc.

All 2024-T3 Aluminum coupons fogged in a sulfurous acid/salt fog for 192 hours.

Coupons pre-treated
with ACF-50 showed
an average weight
loss of only 1.9 mg

Conclusion:
ACF-50 prevents
the formation of

new corrosion cells

Untreated coupons
showed an average

weight loss of
150.1 mg

Conclusion:
Untreated metals
corrode rapidly

without a protective
coating

Untreated coupons exposed
for 96 hours, treated with
ACF-50 then exposed for
an additional 96 hours,

showed an average weight
loss of only 69.8mg

Conclusion:
ACF-50 effectively

stops the corrosion
process


